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Разработка новых высокоэффективных многофункциональных флокулянтов акту-

альна для селективного разделения глиняных суспензий. Наиболее подходящими среди них 

являются полимер-неорганические гибриды, обладающие превосходной производительно-

стью по сравнению с неорганическими коагулянтами и синтетическими полимерами. 

Синтез полимер-неорганических гибридов осуществлен в две стадии. На первой стадии 

конденсацией хлорида алюминия и карбоната аммония при температуре t =70 °С, рН=3–4 и 

интенсивном перемешивании был получен золь Al(OH)3. На второй стадии Al(OH)3 сме-

шивали с водными растворами полимеров при комнатной температуре. По изменению 

температуры плавления гибридных образцов установлено наличие взаимодействий 

между катионом Al3+ и карбоксилатными группами анализируемых сополимеров акрила-

мида. Проведен сравнительный анализ эффективности ряда систем, содержащих водо-

растворимые анионные сополимеры акриламида и полифункциональные полимер-неорга-

нические гибриды на их основе. На количественном уровне проанализировано влияние кон-

центрации и строения полимерных флокулянтов на механизм флокуляции и уплотнения 

осадков, определены их константы уплотнения. Более высокие значения констант 

уплотнения отмечены в системах с добавками гибридных образцов, что обусловлено уча-

стием их макромолекул в формировании флокул на первой стадии процесса осаждения, а 

на стадии уплотнения осадков выявлена их деформация и уплотнение при сохранении 

рыхлой структуры с образованием объемных флокул. Рассмотрены факторы, определяю-

щие оптимальный режим флокуляции глиняных дисперсных систем полимер-неорганиче-

скими гибридами в водных средах. Показана перспективность использования новых фло-

кулирующих систем в процессах фильтрации, флотации, а также интенсификации 

очистки сточных вод от дисперсных примесей. 

Ключевые слова: флокулянт, анионные сополимеры акриламида, полимер-неорганические ги-

бриды, суспензия глины 
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Development of novel high-capacity multifunctional flocculants is a promising solution to 
selective separation of clay suspensions. Among such flocculants, polymer-inorganic hybrids are 

the most attractive for their excellent performance as compared with inorganic coagulants or syn-

thetic polymers. Synthesis of polymer-inorganic hybrids was carried out in two stages. At the first 

stage, Al(OH)3 sol was obtained by condensation of aluminum chloride and ammonium carbonate 

in the following conditions: t = 70 °C, pH = 3-4, intensive stirring. In the second stage, Al(OH)3 
was mixed with aqueous solutions of polymers at room temperature. By changing the melting tem-

perature of hybrid samples, the presence of interactions between the Al3+ cation and the carboxylate 

groups of the analyzed acrylamide copolymers were established. This paper reports synthesis and 

comparative efficiency analysis of systems that contain water-soluble anionic copolymers of acryla-
mide and respective polyfunctional polymer-inorganic hybrids. We performed a quantitative char-

acterization of concentration and structural effects of polymer flocculants on the flocculation 

mechanism and sludge thickening. Sludge thickening constants were determined. Higher values of 

thickening constants were noted in systems with additives of hybrid samples, due to the participa-

tion of their macromolecules in the formation of floccules at the first stage of the sediment process, 
and at the stage of thickening of sediments, their deformation and compaction were revealed while 

maintaining a loose structure with the formation of bulk floccules. We considered the factors al-

lowing to optimize flocculation of clay dispersions by polymer-inorganic hybrids in aqueous media. 

These novel flocculants were shown to have a good potential for applications in filtration or flota-
tion processes as well as for wastewater treatment for removal of disperse impurities. 
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INTRODUCTION 

Development of efficient technologies for con-

trolling stability of disperse systems (DS) is an urgent 

problem for various industrial processes that require 

intensive and selective separation of solid and liquid 

phases: flocculation, filtration, sedimentation, and 

sludge separation and drying [1, 2]. Among multiple 

real disperse systems, the following ones were charac-

terized in detail in this respect: thiokol dispersion, 

manganite suspension, fluorite suspension, mineral 

suspensions of corundum [3-5], and waste waters from 

various industrial processes [6-8]. Along with acryla-

mide (AA) copolymers, efficient flocculants are repre-

sented by additives of polymer-inorganic hybrids that 

contain ionogenic water-soluble synthetic polyacryla-

mide flocculants and sols of metal hydroxides [9]. An 

organic component of such a hybrid is an AA copoly-

mer with high molecular weight and adsorption capac-

ity. Its inorganic component is represented by 

Al(OH)3. These components make such hybrids effi-

cient systems allowing to control coagulation and floc-

culation in multicomponent disperse systems. As com-

pared with individual coagulants and flocculants, such 

hybrids offer a suitable alternative for performing sed-

imentation of suspensions and sols [10-11]. Our previ-

ous papers [12-14] characterize major aspects of floc-

culation processes involving cationic polymer-inor-

ganic hybrids and TiO2 as a model disperse system and 

performed in the free (unhindered) settling mode. To-

day, it is of particular importance to evaluate floccula-

tion kinetics of real DS such as a clay dispersion. The 

behavior of real disperse systems demonstrates consid-

erable differences from their models during hindered 

settling of disperse phase in the presence of polymer 
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flocculants. Therefore, this work aims at synthesis and 

of four flocculants that differ in the nature of their pol-

ymer component, its molecular weight, and the con-

centration of ionogenic groups and comparing effi-

ciency of these flocculants in sedimentation of clay 

suspensions in free and hindered modes. 

EXPERIMENTAL 

In this work, we used a real disperse system 

represented by a kaolinite (Al14[Si4O10](OH)8) and ka-

olinite-hydromicaceous (Al2O3∙2SiO2∙2H2О) compo-

site with the average radius of particles R  = 21∙10-6 m. 

According to the data of granulometric analysis, it was 

obtained the composition of suspension. This system is 

slightly polydisperse (Rmin = 7·10-6 m, Rmax = 60·10-6 m).  

The research focused on water-soluble poly-

mer flocculants such as anionic copolymer АА Ac-

cofloc (А1) (Japan) with the viscosity-average molec-

ular weight ( ) = 4.27·106 (Fig. 1), β = 18.0 mol %. 

We also studied a superabsorbent “Aquasin” (А2) (Rus-

sia, Technical Requirements 2219-017-74584703-2011), 

η = 0.016·106, β = 57.7 mol.%. 

We used the СВ-1 sedimentometer to charac-

terize sedimentation of the disperse phase particles 

(СDP = 0.8%) in the real disperse system in the free set-

tling mode. 

In the preliminary experiments, we studied 

hindered settling of particles in a real disperse system 

and analyzed dispersed phase concentrations in the 

range of 2-12%. It was found that СDP = 8% provides 

the most convenient and reliable control over sedimen-

tation in the hindered settling mode. At СDF < 8%, a 

blurred interface was observed, while СDF > 8% re-

duced the working volume of cylinders (the volume of 

clarified liquid). Flocculation and sludge thickening 

were tracked by a changing position of the interface 

between the clarified liquid and the turbid suspension 

in the measuring cylinder with the working volume of 

2000 cm3. Pre-calculated volumes of dilute polymer 

solutions with the concentrations of 0.1%, 1% were in-

troduced into the upper layer of the supernatant liquid. 

The content of the cylinders was then thoroughly 

mixed. 

Viscosity-average molecular weight of poly-

mer solutions was measured by Ostwald viscometer 

with the capillary diameter 0.54∙10-3 m. The correction 

for the kinetic energy of the liquid flow did not exceed 

1.5%. Therefore, it was not considered for calculating 

the viscosity numbers ηrel/С (Fig. 1). 

Average sizes of particles and electrokinetic 

potentials of their surfaces were determined on 

Zetasizer Nano-ZS dynamic light scattering and zeta 

potential analyzer. Zeta potentials of particles in aque-

ous disperse systems were determined by electropho-

retic light scattering with the M3PALS technology 

(Malvern Instruments Ltd). 

Thermal analysis of samples was performed on 

DSC 1 STAReSystem differential scanning calorime-

ter by Mettler Toledo (USA) up to 300 °С with the 

heating rate of 3 °С/min and the weight of samples 

from 1 to 5 mg. The samples were dried in a drying 

oven at t = 80 °С to their constant weight. The resulting 

dry crystals were studied by differential scanning cal-

orimetry (DSC). 

 

 
Fig. 1. Concentration dependences of viscosity numbers ηrel/С (sol-

vent: 0.5 M KBr) plotted for anionic flocculants: 1 – А1; 2 – А2 

Рис. 1. Концентрационная зависимость чисел вязкости ηуд/С (рас-

творитель – 0,5 M KBr) для анионных флокулянтов: 1 – А1; 2 – А2 

 

RESULTS AND DISCUSSION 

The first stage of research focused on synthesis 

of polymer-inorganic hybrids and finding optimal syn-

thesis conditions. Sols were synthesized by the follow-

ing condensation reaction: 2AlCl3 + 3(NH4)2CO3 + 

+ 3H2O → 2Al(OH)3↓ + 6NH4Cl + 3CO2 (AlCl3 is the 

stabilizer). The reaction was carried out in the follow-

ing conditions: t = 70 °С, рН = 3–4, intensive mixing. 

In the experiments, we used the sol of Al(OH)3 with the 

molar ration of components (NH4)2CO3: AlCl3 = 1:1.5; this 

sol is characterized by a steady size of its particles 

(d(Al(OH)3) = 300 nm) as well as stable optical prop-

erties, and рН. The forming Al(OH)3 sol is charged 

positively (ξ = +20 mV). Al(OH)3 sols synthesized 

with at other rations of their initial components un-

dergo decomposition within 24 h: changes in optical 

properties and pH are followed by formation of amor-

phous precipitates, which then crystallizes [15]. To 

synthesize polymer-inorganic hybrids, we selected a 

common available method: mixing aqueous solutions 

of components, which produce a hybrid, at the pre-set 

ratio of components and room temperature.  
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Thermal analysis of forming floccules was 

performed to detect possible interactions between Al3+ 

cations and carboxylate groups of analyzed АА copol-

ymers by changing melting temperature of hybrid sam-

ples. Differential scanning calorimetry (DSC) data 

(Fig. 2) demonstrate that our hybrid system with the 

“Aquasin” superabsorbent and Al(OH)3 sol (HA2) has 

a higher melting temperature as compared with a sim-

ilar polymer-inorganic hybrid Accofloc (HA1) indicat-

ing formation of stronger coordination bonds in the 

first complex.  

 

 
Fig. 2. DSC characterization of hybrid flocculating systems: 1- HA1 

and 2 - HA2 

Рис. 2. Данные ДСК для гибридных флокулирующих систем: 

ГА1; ГА2 

 

As we can see in Fig. 4, the hybrids do not de-

compose in the temperature range of 40-300 °С. The 

following melting heats were found for the hybrids: 

HA1 ∆H = -22.2 kJ/mol, HA2 ∆H = -49.9 kJ/mol con-

firming that stronger bonds form in the HA2 hybrid. 

At the next stage of research, we analyzed the 

influence of acrylamide copolymers on sedimentation 

of a real DS in aqueous medium. According to the sed-

imentation analysis, small amounts of the A1 copoly-

mer (С = 0.05·10–4 %) lead to a substantial acceleration 

of clay sedimentation. A different flocculation behav-

ior was observed for the A2 (co)polymer that may be 

caused by differences in molecular weights (M) and 

ionogenic group concentrations (β) of these polymers. 

To estimate flocculating parameters of the analyzed 

(co)polymers, we calculated flocculating effects D and 

flocculating activities λ [16]:  

1
u

u
=D

0

i
 ,   (1) 

C

D
=

С

1
1

u

u
=λ

0

i













 ,  (2) 

where 0u и iu  are average rates of clay suspension 

sedimentation for Q = 0.4 in the presence and absence 

of a polymer flocculent with the concentration C, re-

spectively. 

Flocculation of a real DS was performed by 

systems with different concentrations of polymers 

(Table 1). We can see that the anionic sample A1 

demonstrates higher flocculating activity than the sam-

ple A2. Comparison of the date in table 1 indicates a 

distinct dependence of a flocculating activity on the 

molecular weight of the АА copolymer. According to 

Fig. 5, clay systems are charged negatively (ξ = –16.1 mV) 

so as AA copolymer macromolecules. In the studied 

systems, therefore, a bridge flocculation (not neutrali-

zation) is a prevailing process. To explain distinct dif-

ferences in flocculating activities λ of anionic samples, 

we should consider specific details of the respective 

flocculation mechanism. Adsorption of macromole-

cules on surfaces of DF particles is known to be the 

first stage of flocculation, which mostly determines an 

entire flocculation process [17]. According to the con-

cepts developed by Flory, macromolecular coils do not 

overlap at low polymer concentrations, so the density 

of segments is uniform at all the points of solution and 

can be adequately described by a mean-field theory [17]. 
 

Table 1 

Dependences of the flocculating activity λ on the 

concentration of copolymers С in the free and hindered 

settling modes 

Таблица 1. Зависимость флокулирующей активности 

λ от концентрации сополимеров С в режимах 

свободного и стесненного оседания 

Polymer 
Settling 

modes 

С × 103, kg/m3 

0.05 0.55 2.05 6.5 19.2 

A1 
free 

2.83 2.32 5.54 2.87 1.91 

A2 0.22 0.04 0.11 0.05 0.02 

 
С × 103, kg/m3 

0.2 2.2 8.2 25.5 72.5 

A1 
hindered 

1.12 1.54 1.21 2.14 3.09 

A2 3.08 8.11 32.25 40.17 55.26 

 

In systems with a “good” solvent, macromo-

lecular coils undergo intensive swelling and overlap-

ping. In turn, it results in density fluctuations of poly-

mer segments. Adsorption of anionic AA (co)polymers 

is carried out by not only localized adsorption centers 

(mostly represented by charged ions and functional 

groups) but also by non-localized adsorption centers on 

surfaces of DF particles [18]. It is confirmed by partic-

ularly high degree of adsorption of nonionogenic pol-

yacrylamide (PAA) in the real DS: over 95% of PAA 

macromolecules undergo irreversible adsorption on 

surfaces of DF particles. 

Analyzing flocculation processes, we should 

consider that even for minimal values С = 0.05·10–4 %, 
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hundreds or thousands of macromolecules Nm adsorb 

on the surface of a single DF particle. Increase in the 

flocculant concentration leads to a proportional growth 

in the number of adsorbed macromolecules (Table 2). 

The calculations are performed for the concentration of 

the DF particles СDF = 0.8 %. 

One of the most important parameters, which 

influence sedimentation, is the concentration of dis-

persed phase (СDF). In the mode of free (unhindered) 

settling without flocculants, dispersed phase particles 

do not interact and the sedimentation rate is constant: 

u  const (at low concentrations СDF  0.8 %). In the 

hindered settling mode, interactions between dispersed 

phase particles cannot be neglected. Therefore, u = 

f(СDF) for СDF  0.8 %. Nonconstant СDF values of sys-

tems with [Сp] = const change automatically the 

[Сp]/СDF ratio. 

 
Table 2 

The ratio of the number of polymer macromolecules to 

the number of clay particles at the lowest and highest 

concentrations of the polymer additive 

Таблица 2. Соотношение количества макромолекул 

флокулянтов и частиц глины при минимальной и 

максимальной концентрации полимерной добавки 

Polymer 
β, 

mol% 

С × 

104, % 

Number of 

macromole-

cules NM 

Number 

of parti-

cles NP 

(NM / NP) 

× 10–6 

А1 18.0 
0.05 7.05·1011 

160.7·106 

0.0044 

19.2 2.71·1014 1.68 

А2 57.7 
0.05 1.88·1014 1.17 

19.2 7.22·1016 449.7 

Note: where Np is the number of dispersed phase particles in 

the clay suspension; 

Nm is the number of anionic copolymer macromolecules per 

the number of clay particles in suspension 

Примечание: где Np - количество частиц дисперсной фазы 

в глинистой суспензии;  

Nm - количество макромолекул анионного сополимера на 

количество частиц глины в суспензии 

 

The СDF parameter influences such macro-

scopic parameters as adsorption, flocculating effect, 

and flocculating activity of polymers [13]. In the free 

settling mode, the largest values of the parameter D 

were found for the HA1 sample (Table 3). The optimal 

concentration of the hybrid system HA1 was found to 

be С = 2.05·10–4 %. Comparing the D parameter of the 

hybrid samples HA1 and HA2 in the hindered settling 

mode revealed that the polymer-inorganic hybrid HA2 

is an order of magnitude more efficient than the hybrid 

HA1 (Table 3). According to date, the hybrid sample 

HA2 demonstrates poor flocculating performance, so 

its parameters will be minimal at the stage of sludge 

thickening. 

Table 3 

Flocculation effect and electrokinetic potentials of sys-

tems with various polymer additives 

Таблица 3. Данные флокулирующих эффектов и 

электрокинетических потенциалов систем в зависи-

мости от концентрации полимерной добавки 

Hybrid sys-

tem 

Settling 

modes 

С·103, 

kg/m3 
D ξ, mV 

HA1 

free 

0.05 2.76  

0.55 2.31  

2.05 5.28  

6.5 2.61  

19.2 1.72  

hindered 

0.2 0.98 -15.2 

2.2 0.37 -12.0 

8.2 1.36 -10.5 

25.5 2.17 -8.8 

72.5 3.25 -5.4 

HA2 

free 

0.05 0.19  

0.55 0.01  

2.05 0.08  

6.5 0.02  

19.2 0.01  

hindered 

0.2 2.13 -16.4 

2.2 7.28 -18.0 

8.2 30.02 -20.1 

25.5 36.51 -22.2 

72.5 51.17 -24.5 

 

The concentration effect of the hybrid systems 

HA1 and HA2 on flocculation of a clay suspension was 

estimated from the electrokinetic potential data (Table 3). 

Table 3 illustrates a considerable reduction of the ξ-po-

tential with the increase of the HA2 concentration. Ac-

cording to the DSC data, interactions between the ion-

ogenic groups of the “Aquasin” superabsorbent and 

positively charged Al3+ ions in the HA2 hybrid system 

correlate with the ξ-potential values. Because of nega-

tively charged clay particles (ξ = –16.1 mV) and 

high content of ionogenic groups in polymer chains 

а (β = 57.7 mol.%), the HA2 hybrid system intensifies 

formation of floccules, increases their average size, 

and enhances the flocculating effect D. 

To evaluate mean square sizes of macromole-

cules 
5.0

2








R

, the Flory equation can be used [18]: 

  5.1
2][ RФM  , where [] is the limiting viscosity 

number, Ф is the Flory constant (2.6·1021). By using 

viscosity numbers 








C

rel  instead of [] for very low 

concentrations of hybrid polymer-inorganic floccu-

lating systems (C~0.2.10–6 g/cm3), we can show that 

the mean square sizes of the hybrid systems 
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5.0

1

2

HA
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  = 2.46·10–12 and 
5.0

2

2

HА

R 






  = 0.162·10–16 ex-

ceed 1.10–7 m [17]. Considering high thermodynamic 

and kinetic flexibility of acrylamide fragments [18, 

19], А1 and А2 macroions in water can be described as 

highly swelled and elongated coils. 

From theoretical and practical points of view, 

it is interesting to analyze clay flocculation data ob-

tained in the presence of hybrid systems at higher val-

ues Q > 0.6 corresponding to the sludge thickening 

stage. We processed the kinetic data in the 

    tftQQ maxln  coordinates obtained in the pres-

ence of anionic samples at the final sedimentation 

stage. These data allowed to calculate the sludge 

thickening constants γ from the slopes of the plot 

lines (Fig. 3) [20]. 

The minimal value Vsl and density ρsl of sludge 

was calculated by the following equations:  

  0max1 VQVsl  ,   (3) 

where V0 is the work volume of suspension in the cyl-

inder and 

,

0

sl

sl

sl
V

m
Vm 














   (4) 

where ρ0 is the density of water, ρ is the density of DF 

particles, and m is the weight of a powder sample. 

Table 4 reveals a certain correlation between 

the λ, γ, and sl parameters. The higher is the flocculat-

ing activity λ, the higher are the thickening constants γ 

and lower are the sludge densities sl. 

As opposed to the HA2 hybrid behavior, 

higher values of γ and lower sludge densities in the sys-

tems with added АА copolymers (Table 4) are related 

to participation of A2 copolymer macromolecules and 

the HA2 hybrid sample and formation of floccules at 

the first stage of the process. Thus, deformation and 

thickening of floccules occur at the final stage of the 

process (sludge thickening). In the range of values Q  

Qmax, less dense structures form inside local volumes 

of the real DS particles with adsorbed macromolecules 

of flocculating systems and thus produce bulky floc-

cules. 

 

 

 
a 

 
b 

Fig. 3. Flocculation (а) and sludge thickening (b) curves in the coordinates Q(t) (1-5) and ln [Qmax — Q(t)]=f(t) (1-5) – without flocculating 

additives (1); (2, 3) – СDF = 0.8 %; (4, 5) – СDF = 8 %: 2, 4 – А1; 3, 5 – А2 

Рис. 3. Кривые по флокуляции (а) и уплотнению осадков (б) глины в координатах Q(t) (1-5) и ln [Qmax — Q(t)]=f(t) (1-5) – без добавок 

флокулянтов (1); (2, 3) – СДФ = 0,8 %; (4, 5) – СДФ = 8 %: 2, 4 – А1; 3, 5 – А2 

 
Table 4 

Concentration dependence of the sludge density ratio 

ρsl/ρ0
sl (ρ0

sl is the sludge density without the polymer 

additives) 

Таблица 4. Концентрационная зависимость 

отношения плотностей осадков ρос/ρ0
ос (ρ0

ос – плотность 

осадка в отсутствие полимерной добавки) 

Flocculating 

systems 
 

С × 103, kg/m3 

0.2 2.2 8.2 25.5 

A2 
sl/0

sl 0.99 0.93 0.86 0.89 

γ×103, s-1 42 50 43 25 

HA2 
sl/0

sl 0.98 0.96 0.96 0.94 

γ×103, s-1 8 10 33 30 

CONCLUSIONS 

In this work, we considered the influence of a 

dispersed phase concentration on sedimentation of a 

clay suspension by anionic polymer-inorganic hybrids, 

which differ in molecular weight and concentration of 

ionogenic groups. We synthesized polymer-inorganic 

hybrids that include a composition of the anionic 

acrylamide copolymer Accofloc and Al(OH)3 sol 

(HA1) or the superabsorbent “Aquasin” and the 

Al(OH)3 sol (HA2). In the free settling mode, the com-

mercial flocculant (HA1) demonstrated the strongest 

flocculation effect. In the hindered settling mode, the 
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flocculation efficiency of the HA2 hybrid is an order 

of magnitude higher than that of its HA1 counterpart, 

so its parameters will be minimal at the stage of sludge 

thickening. Higher concentrations of polymer-inor-

ganic hybrids HA2 in the hindered settling mode were 

shown to substantially increase the thickening constant 

due to formation of floccules at the first stage of sedi-

mentation. Thus, we proposed optimal flocculation 

modes for clay dispersions by polyfunctional polymer-

inorganic hybrids in aqueous media both for free and 

hindered settling.  

The work was carried out using the equipment 

of the Center for Collective Use "Nanotechnologies 

and Nanomaterials" of KNRTU. 

The authors declare the absence a conflict of 

interest warranting disclosure in this article. 

Работа выполнена с использованием обору-

дования ЦКП «Нанотехнологии и наноматери-

алы» ФГБОУ ВО «КНИТУ». 

Авторы заявляют об отсутствии кон-

фликта интересов, требующего раскрытия в дан-

ной статье. 

Л И Т Е Р А Т У Р А  

1. Samiey B., Cheng C.H., Wu J. Organic-inorganic hybrid 

polymers as adsorbents for removal of heavy metal ions from 

solutions: a review. Materials. 2014. V. 7. N 2. P. 673-726. 

DOI:10.3390/ma7020673. 

2. Grenda K., Arnold J., Gamelas J.A., Cayre O.J., Rasteiro 

M.G. Flocculation of silica nanoparticles by natural, wood-based 

polyelectrolytes. Sep. Purif. Technol. 2020. V. 231. P. 115888. 

DOI: 10.1016/j.seppur.2019.115888. 

3. Hasan A., Fatehi P. Cationic kraft lignin-acrylamide copol-

ymer as a flocculant for clay suspensions:(2) Charge density 

effect. Sep. Purif. Technol. 2019. V. 210. P. 963-972. DOI: 

10.1016/j.seppur.2018.08.067. 

4. Проскурина В.Е., Тухватуллина Р.З., Лерхе Д., Зобиш 

Т., Галяметдинов Ю.Г. Флокуляция на наногибридных 

полимер-неорганических наносистемах в поле действия 

гравитационных и центробежных сил. Ж. Прикл. химии. 

2013. Т. 86. № 11. С. 1837-1842.  

5. Меньшова И.И., Заболотная Е., Челноков В.В., Гара-

баджиу А.В. Адсорбция органических веществ с примене-

нием цеолитов. Изв. вузов. Химия и хим. технология. 2021. 

Т. 64. Вып. 8. С. 131-138. DOI: 10.6060/ivkkt.20216408.6427. 

6. Проскурина В.Е., Фаизова Р.Р., Галяметдинов Ю.Г. Ки-

нетика флокуляции и уплотнение осадка модельных дис-

персных систем в присутствии полимер-неорганических 

гибридов. Ж. Прикл. химии. 2014. Т. 87. № 7. С. 913-919.  

7. Хоботова Э.Б., Грайворонская И.В., Калюжная Ю.С., 

Игнатенко М.И. Сорбционная очистка сточных вод от ор-

ганических красителей с помощью гранулированного до-

менного шлака. Изв. вузов. Химия и хим. технология. 2021. 

Т. 64. Вып. 6. С. 89-94. DOI: 10.6060/ivkkt.20216406.6302. 

8. Шабельская Н.П., Егорова М.А., Арзуманова А.В., 

Яковенко Е.А., Забабурин В.М., Вяльцев А.В. Получе-

ние композиционных материалов на основе феррита ко-

бальта (II) для очистки водных растворов. Изв. вузов. Хи-

мия и хим. технология. 2021. Т. 64. Вып. 2. С. 95-102. 

DOI: 10.6060/ivkkt.20216402.6215.  

9. Fijałkowska G., Wiśniewska M., Szewczuk-Karpisz K. 

Adsorption and electrokinetic studies in kaolinite/anionic 

polyacrylamide/chromate ions system. Colloids Surf. A 

Physicochem. En. Asp. 2020. V. 603. P. 125232. DOI: 

10.1016/j.colsurfa.2020.125232. 

10. Dryabina S.S., Rudenko M.S., Shulevich Y.V., Navrotskii 

A.V., Novakov I.A. Specifics of kaolin dispersion floccula-

tion due to a polyelectrolyte complex formation on particle 

surface. Colloid Polym. Sci. 2020. V. 298. N 6. P. 519-533. 

DOI: 10.1007/s00396-020-04623-6. 

R E F E R E N C E S  

1. Samiey B., Cheng C.H., Wu J. Organic-inorganic hybrid 

polymers as adsorbents for removal of heavy metal ions from 

solutions: a review. Materials. 2014. V. 7. N 2. P. 673-726. 

DOI:10.3390/ma7020673. 

2. Grenda K., Arnold J., Gamelas J.A., Cayre O.J., Rasteiro 

M.G. Flocculation of silica nanoparticles by natural, wood-based 

polyelectrolytes. Sep. Purif. Technol. 2020. V. 231. P. 115888. 

DOI: 10.1016/j.seppur.2019.115888. 

3. Hasan A., Fatehi P. Cationic kraft lignin-acrylamide copol-

ymer as a flocculant for clay suspensions:(2) Charge density 

effect. Sep. Purif. Technol. 2019. V. 210. P. 963-972. DOI: 

10.1016/j.seppur.2018.08.067. 

4. Proskurina V.E., Tukhvatullina R.Z., Lerche D., Zobish 

T., Galyametdinov Yu.G. Flocculation on nanohybrid pol-

ymer–inorganic nanosystems in gravity and centrifugal force 

fields. Russ. J. Appl. Chem. 2013. V. 86. N 11. P. 1785-1790. 

DOI: 10.1134/S1070427213110256.  

5. Menshova I.I., Zabolotnaya E., Chelnokov V.V., Gara-

badzhiu A.V. Adsorption of organic substances using zeo-

lites. ChemChemTech [Izv. Vyssh. Uchebn. Zaved. Khim. 

Khim. Tekhnol.]. 2021. V. 64. N 8. P. 131-138 (in Russian). 

DOI: 10.6060/ivkkt.20216408.6427. 

6. Proskurina V.E., Faizova R.R., Galyametdinov Yu.G. Floc-

culation Kinetics and Densifi cation of the Sediment of Model 

Disperse Systems in the Presence of Polymer–Inorganic Hy-

brids. Russ. J. Appl. Chem. 2014. V. 87. N 11. P 916-922. 

DOI:10.1134/S107042721407012X. 

7. Khobotova E.B., Hraivoronska I.V., Кaliuzhna Iu.S., Ih-

natenko M.I. Sorption purification of wastewater from organic 

dyes using granulated blast-furnace slag. ChemChemTech [Izv. 

Vyssh. Uchebn. Zaved. Khim. Khim. Tekhnol.]. 2021. V. 64. N 6. 

P. 89-94. DOI: 10.6060/ivkkt.20216406.6302. 

8. Shabelskaya N.P., Egorova M.A., Arzumanova A.V., Yako-

venko E.A., Zababurin V.M., Vyaltsev A.V. Preparation of 

composite materials based on cobalt (II) ferrite for purification of 

aqueous solutions. ChemChemTech [Izv. Vyssh. Uchebn. Zaved. 

Khim. Khim. Tekhnol.]. 2021. V. 64. N 2. P. 95-102 (in Russian). 

DOI: 10.6060/ivkkt.20216402.6215. 

9. Fijałkowska G., Wiśniewska M., Szewczuk-Karpisz K. 

Adsorption and electrokinetic studies in kaolinite/anionic 

polyacrylamide/chromate ions system. Colloids Surf. A 

Physicochem. En. Asp. 2020. V. 603. P. 125232. DOI: 

10.1016/j.colsurfa.2020.125232. 

10. Dryabina S.S., Rudenko M.S., Shulevich Y.V., Navrotskii 

A.V., Novakov I.A. Specifics of kaolin dispersion floccula-

tion due to a polyelectrolyte complex formation on particle 

surface. Colloid Polym. Sci. 2020. V. 298. N 6. P. 519-533. 

DOI: 10.1007/s00396-020-04623-6. 



 

В.Е. Проскурина, Е.С. Кашина, А.П. Рахматуллина 

 

46   Изв. вузов. Химия и хим. технология. 2022. Т. 65. Вып. 9 

 

 

11. Середкина О.Р., Рахимова О.В., Лановецкий С.В. Влия-

ние типа флокулянта на прочностные характеристики фло-

кул в глинисто-солевых суспензиях. Изв. вузов. Химия и 

хим. технология. 2020. Т. 63. Вып. 6. С. 30-36. DOI: 

10.6060/ivkkt.20206306.6085.  

12. Soros A., Amburgey J.E., Stauber C.E., Sobsey M.D., Casa-

nova L.M. Turbidity reduction in drinking water by coagula-

tion-flocculation with chitosan polymers. J. Water Health. 2019. 

V. 17. N 2. P. 204-218. DOI: 10.2166/wh.2019.114. 

13. Kang X., Xia Z., Chen R., Sun H., Yang W. Effects of in-

organic ions, organic polymers, and fly ashes on the sedimen-

tation characteristics of kaolinite suspensions. Appl. Clay Sci. 

2019. V. 181. P. 105220. DOI: 10.1016/j.clay.2019.105220. 

14. Xiong Y., Chen Q., Cao T., Chang J., Xu S., Xu Z. Effect 

of electrolytes on interactions between a novel organic-inor-

ganic hybrid polymer flocculant and kaolinite particles. Col-

loids Surf. A Physicochem. En. Asp. 2020. V. 590. P. 124391. 

DOI: 10.1016/j.colsurfa.2019.124391. 

15. Курмангажи Г., Тажибаева С.М., Мусабеков К.Б., 

Левин И.С., Кузин М.С., Ермакова Л.Э. Получение дис-

персных композиций магнетит–бентонит и адсорбция на 

них казкаина. Коллоид. журн. 2021. Т. 83. № 3. С. 320-329. 

DOI: 10.31857/S0023291221030095. 

16. Проскурина В.Е., Шилова С.В., Кашина Е.С., Рахма-

туллина А.П., Галяметдинов Ю.Г. Флокуляция диок-

сида титана функционализированным цитрусовым пек-

тином. Ж. Прикл. химии. 2020. Т. 93. № 2. С. 229-236. 

DOI: 10.31857/S0044461820020103. 

17. Ishak S.A., Murshed M.F., Md Akil H., Ismail N., Md 

Rasib S.Z., Al-Gheethi A.A.S. The Application of Mod-

ified Natural Polymers in Toxicant Dye Compounds 

Wastewater: A Review. Water. 2020. V. 12. N 7. P. 2032. 

DOI: 10.3390/w12072032. 

18. Сергеева И.П., Соболев В.Д., Саббатовский К.Г. Вли-

яние заряда катиона соли на адсорбцию катионного по-

лиэлектролита на отрицательно заряженной поверхно-

сти. Коллоид. журн. 2018. Т. 80. № 6. С. 731-737. DOI: 

10.1134/S0023291218060149. 

19. Зезин А.А. Синтез гибридных материалов в матрицах 

полиэлектролитов: контроль размеров и пространствен-

ной организации металлических наноструктур. Высоко-

молек. соед. Сер. С. 2016. Т. 58. № 1. С. 128-141. DOI: 

10.7868/S2308114716010131. 

20. Beisebekov M. M., Serikpayeva S. B., Zhumagalieva S. 

N., Beisebekov M. K., Abilov Z. A., Kosmella S., Koetz 

J. Interactions of bentonite clay in composite gels of non-

ionic polymers with cationic surfactants and heavy metal 

ions. Colloid Polym. Sci. 2015. V. 293. P. 633-639. 

DOI:10.1007/s00396-014-3463-x. 

11. Seredkina O.R., Rakhimova O.V., Lanovetskiy S.V. Influ-

ence of flocculant type on strength characteristics of flocs in 

clay-salt suspensions. ChemChemTech [Izv. Vyssh. Uchebn. 

Zaved. Khim. Khim. Tekhnol.]. 2020. V. 63. N 6. P. 30-36 (in 

Russian). DOI: 10.6060/ivkkt.20206306.6085. 

12. Soros A., Amburgey J.E., Stauber C.E., Sobsey M.D., Casa-

nova L.M. Turbidity reduction in drinking water by coagulation-

flocculation with chitosan polymers. J. Water Health. 2019. V. 17. 

N 2. P. 204-218. DOI: 10.2166/wh.2019.114. 

13. Kang X., Xia Z., Chen R., Sun H., Yang W. Effects of in-

organic ions, organic polymers, and fly ashes on the sedimen-

tation characteristics of kaolinite suspensions. Appl. Clay Sci. 

2019. V. 181. P. 105220. DOI: 10.1016/j.clay.2019.105220. 

14. Xiong Y., Chen Q., Cao T., Chang J., Xu S., Xu Z. Effect 

of electrolytes on interactions between a novel organic-inor-

ganic hybrid polymer flocculant and kaolinite particles. Col-

loids Surf. A Physicochem. En. Asp. 2020. V. 590. P. 124391. 

DOI: 10.1016/j.colsurfa.2019.124391. 

15. Kurmangadzhi G., Tajibayeva S.M., Musabekov K.B., 

Levin I.S., Kuzin M.S., Ermakova L.E. Preparation of dis-

persed magnetite–bentonite composites and kazcaine adsorp-

tion on them. Colloid J. 2021.V. 83. N 3. P. 343-351. DOI: 

10.1134/S1061933X21030091. 

16. Proskurina V.E., Shilova S.V., Kashina. E.S., Rakh-

matullina A.P., Galyametdinov Yu.G. Flocculation of 

Titanium Dioxide with Functionalized Citrus Pectin. 

Russ. J. Appl. Chem. 2020. V. 93. N 2. P. 225−231. DOI: 

10.1134/S107042722002010X. 

17. Ishak S.A., Murshed M.F., Md Akil H., Ismail N., Md 

Rasib S.Z., Al-Gheethi A.A.S. The Application of Mod-

ified Natural Polymers in Toxicant Dye Compounds 

Wastewater: A Review. Water. 2020. V. 12. N 7. P. 2032. 

DOI: 10.3390/w12072032. 

18. Sergeeva I.P., Sobolev V.D., Sabbatovsky K.G. The effect 

of salt cation charge on cationic polyelectrolyte adsorption 

by a negatively charged surface. Colloid J. 2018. V. 80. N 6. 

P. 703-709. DOI: 10.1134/S1061933X18060145. 

19. Zezin A.A. Synthesis of hybrid materials in polyelectrolyte ma-

trixes: control over sizes and spatial organization of metallic 

nanostructures. Polym. Sci. Ser. C. 2016. V. 58. N 1. P. 118-130. 

DOI: 10.1134/S1811238216010136. 

20. Beisebekov M. M., Serikpayeva S. B., Zhumagalieva S. 

N., Beisebekov M. K., Abilov Z. A., Kosmella S., Koetz 

J. Interactions of bentonite clay in composite gels of non-

ionic polymers with cationic surfactants and heavy metal 

ions. Colloid Polym. Sci. 2015. V. 293. P. 633-639. 

DOI:10.1007/s00396-014-3463-x. 
 
 

 
Поступила в редакцию 07.04.2022 
Принята к опубликованию 23.06.2022 
 
Received 07.04.2022 
Accepted 23.06.2022 

 
 


